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Abstract: Fluorescent carbon quantum dots (FCDs) have attracted tremendous interest because of their 

advantageous characteristics of cost effectiveness and fluorescent nature. In this study, we developed a simple, 

economical and effective method for the green synthesis of fluorescent carbon quantum dots (FCDs) from Lac of 

Butea monosperma host tree, a renewable and sustainable resource. The synthesis method involves the low cost 

hydrothermal process using the Lac extract as a carbon source. The as-synthesized FCDs were characterized by X-

ray diffraction (XRD), Transmission electron microscopy (TEM) and Spectrofluorophotometer. The synthesized 
FCDs possess stable good water solubility as well as high quantum yield.  The results suggest that the proposed 

FCDs could be utilized for photovoltaic cell, bio imaging, drug delivery and bio-sensor applications. 
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_____________________________________________________________________________________ 

I. Introduction 
 Fluorescent carbon quantum dots (FCDs) were first discovered during the study on single-walled carbon 

nanotubes in 2006 [1], they have attracted lot of attention because of their excellent optical properties and 

potential applications resulting from the quantum confinement effects [2]. FCDs fascinating class of 
recently discovered nanocarbons with a size below 10 nm and have attracted considerable research 

interest due to their excellent photoluminescence, favorable biocompatibility, low toxicity, absence of 

metals and good water solubility [3]. As a consequence of their outstanding properties, carbon dots form 

variety of applications in biosensors [4], bioimaging [5], elemental sensors [6] and drug delivery [7]  as 
well as also in catalysis [8] have been demonstrated. FCDs have been synthesized by various methods, 

including laser ablation [9], electrochemical method [10], hydrothermal method [11], microwave and 

ultrasonication method [12,13], oxidation of candle soot [5], wet chemical method [6], microwave 
mediated synthesis [14] and arc discharge [15]. Among them, hydrothermal method was carried out 

mainly for the synthesis of FCDs from solid waste as a natural precursor. Nowadays, many researchers 

have been synthesizing FCDs from the natural precursor by using various synthesis routes. Jing Yu et al. 

developed a green and low-cost hydrothermal method for preparation of water-soluble fluorescent carbon 
dots, utilizing Jinhua bergamot as a carbon source [16]. Xu Yue et al. demonstrated the fluorescent carbon 

dots with blue fluorescence were prepared by one-pot hydrothermal treatment in which apple juice was 

used as raw material [17]. De and Karak et al. reported the fluorescent carbon quantum dots were 
synthesized by heating process; utilized by banana juice, further he reported the size of as-prepared 

carbon dots was average 3 nm [18]. Ankit Tyagi and his partners showedwater soluble carbon quantum 

dots were synthesized from lemon peel waste using a facile and cost effective hydrothermal process, as 
synthesized carbon dots were 1-3 nm in size with spherical morphology and oxygen rich surface 

functionalities [19].Himaja et al demonstrated the fluorescent carbon dots were synthesized by refluxing 

process, in which the Cucumber/Pineapple (Kitchen waste) used as a carbon source [20]. 

http://www.jst.org.in/
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 In this work, a green, economical and low-cost hydrothermal method was developed for 

preparation of water-soluble FCDs with Lac extract as a carbon source. Butea monosperma tree is very 

promising host tree of kusmi strain Lac insect Kerria lacca. Lac is a resin secreted by the female Lac bug 
on trees is processed and sold as dry flakes. Thousands of lac insects colonize the branches of the host 

trees and secrete the resinous pigment. The coated branches of the host trees are cut and harvested as 

sticklac. The harvested sticklac is crushed and sieved to remove impurities. The sieved material is then 
repeatedly washed to remove insect parts and other soluble material. The resulting product is known as 

seedlac. The as-synthesized FCDs possess stable good water solubility and as well as high quantum yield. 
 

II. Material And Methods 
Carbon dots were synthesized through greener synthetic route. Initially, 5 g seedlac were washed with water and 

dried initially in sunlight and then in oven at 100 ˚C for 10 h. h. The dried seedlac were crushed, and then 1 gm 

crushed seedlac was mixed with 15 mL of water. Afterward the mixture was transferred into a 25 mL Teflon-lined 

autoclave and heated at 200 °C for a period of 12 h. The large particles were removed from the product by filtration 

with a 0.22 μm filter membrane and then centrifuged at 15000 rpm for 15 min and finally dried under vacuum for 48 

h. The carbon particles were dispersed in distilled water at a concentration of 0.5 mg/mL for further characterization 

and use. 

 
Figure 1: Illustration of fluorescent carbon quantum dots synthesis. 

 

Characterization  
The synthesized of FCDs from seedlac was characterized by using various spectroscopic and microscopic studies. 

The crystallinity and phase purity of the synthesized FCDs was analyzed by using X-ray diffraction (XRD) 

analysisX-ray pattern equipped with Cu Kα radiation (λ=1.5406 Å) with the targeted voltage of 45 kV. The 

morphological image of FCDs was obtained by transmission electron microscope (TEM) using an acceleration 
voltage of 200 kV. The sample for TEM characterization was prepared by placing a drop of colloidal solution on 

carbon-coated copper grid and dried at room temperature. The UV-visible absorption spectrum of FCDs was 

recorded using spectrophotometer.The fluorescence spectrum was recorded with single beam 

Spectrofluorophotometer. The sample was recorded in different excitation wavelength (λex= 300 to 540 nm).  

 

Quantum yield measurements 

The quantum yield of the carbon dots was determined at an excitation wavelength of 360 nm by the equation [21] 

QCD = QR
ICD

IR
∙
AR

ACD
∙
ηCD
2

ηR
2                                                                                                                                                 

(1) 

where ‘Q’ is the quantum yield, ‘I’ is the intensity of luminescent spectra, ‘A’ is the absorbance at exited 
wavelength and ‘g’ is the refractive index of the solvent used; using quinine sulfate (quantum yield 54%) in 0.1 M 

H2SO4 solution as the reference. The subscripts ‘CD’ for carbon dots and ‘R’ for reference are used in this equation. 
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III. Results and Discussion 
 

Structural and Morphological Analysis of FCDs 

The result of the XRD measurement of the synthesized FCDs is shown in figure 2. The XRD characteristics peaks 

are appeared at 2ϴ = 20.6°, 22.8°, 42.3°and 45.7°. The major peak of the FCDs was appeared at 20.6 ° and 42.3 °. 

This is due to the presence of graphitic carbon [13]. A very intense peak was observed at 20.6° corresponding to 

(311) plane of carbon. The weak peak observed at 42.3° is assigned to the plane of (533). This diffraction pattern 
completely matches with carbon corresponds to the JCPDS value of (82-0505) and hence the FCDs is a face 

centered cubic crystals. 

 

 

 

 

 

 

 

 

 

 
 

 

 

 

 

 

 

 

Figure 2: XRD spectrum of as-prepared carbon quantum dots 

 

Figure 3 shows a TEM image of the products thus formed, revealing that they consist of nanoparticles well separated 
from each other. The TEM image clearly indicates that the FCDs are smaller in size and nearly spherical in shape. 

The average size of the synthesized FCDs was found to be 3-4 nm. The high-resolution TEM (HRTEM) image taken 

from one nanoparticle (inset in Figure 3) shows a crystalline structure with lattice spacing of 0.20 nm. The lattice 

spacing of 0.20 nm matches well with the (102) lattice spacing of graphite, which is quite similar to previous reports 

on FCDs [22, 23]. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 3: TEM images of the products thus formed. The inset shows the HRTEM image of one quantum dot.  

 

Optical Properties of FCDs 

The fluorescence intensity is also dependent on the excitation wavelength. The maximum excitation and emission 
wavelengths of the FCDs aqueous solution are 350 and 420 nm, and with increasing the excitation wavelength (300 
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nm to 540 nm with 20 nm increment as shown in figure 4(b)). The FCDs suspension exhibits a bright blue 

fluorescence under 360 nm UV light. 

 

 

 

 

 

 

 

 

 
 

 

 

 

 

 

Figure 4: (a) The excitation (blue line) and emission (red line) spectra of the obtained FCDs; (b) photoluminescence 

(PL) emission spectra of the FCDs at various excitation wavelengths from 300 nm to 540 nm (with 20 nm 
increment). 

 

The emission peak was also shifted to a higher wavelength with the increase of the excitation wavelength, which is 

shown clearly in Fig. 4(b). The difference in the position of emission peak is due to the variation in size of the 

carbon dots. The energy gap increases with the decrease in size of the carbon dots and vice versa due to the quantum 

confinement effect like semiconductor quantum dots. Thus the particles with a smaller size get excited at a lower 

wavelength, whereas those with a larger size get excited at higher wavelengths [18]. The intensity of the 

photoluminescence (PL) depends on the number of particles excited at a particular wavelength. The highest 

photoluminescence intensity of carbon dots was observed at an excitation wavelength of 360 nm, because of the 

largest number of particles being excited at that wavelength. Another reason for the excitation dependent PL 

behavior of carbon dots is the nature of their surface. The presence of various functional groups on the surface of the 

carbon dots may result in a series of emissive traps between π and π* of C–C. On illuminating the carbon dots at a 
certain excitation wavelength a surface energy trap dominates the emission [24]. The use of quinine sulfate as a 

reference quantum yield of carbon dots in aqueous solution as measured at an excitation wavelength of 360 nm and 

was found to be 8.9 %. Thus the characteristic PL of the prepared carbon dots is promising for their different 

possible applications. The results suggest that the current FCDs could be a good alternative to photocatalysis, drug 

delivery, bio-imaging and bio-sensor applications. 

 

IV. Conclusion 

In this study, we have demonstrated facile, simple and cost effective hydrothermal synthesis of water soluble 

fluorescent carbon quantum dots, using seedlac. The hydrothermal synthesis has the merits of green synthesis and 
resource-saving process with short reaction time.The XRD peak of synthesized FCDs indicates the face centred 

cubic crystal structures. The TEM studies indicate the crystalline nature of the FCDs with a size of 3-4 nm. It 

showed broad excitation and emission spectrum and excitation wavelength with high quantum yield approximately 

8.9 %. The highly crystalline and fluorescent FCDs provide good potential for bio-sensors, bio-medical, imaging, 

drug delivery and solar cell applications. 

 

 

Acknowledgement 

The authors declare that they have no known competing financial interests. 

 

 



                        Economical, Green Synthesis of Fluorescent Carbon Quantum Dots from Lac Extract 
___________________________________________________________________________________ 

                                                                                                                                                               217 | Page 

References 
[1] Ve A, Dergisi D, Dinc S, Kara M. Synthesis and Applications of Carbon Dots from Food and Natural Products: A Mini-Review Gıda 

ve Doğal Ürünlerden Karbon Noktaların Sentezi ve Uygulamaları: Derleme. J Apitherapy Nature/Apiterapi ve Doğa Derg. 

2018;1(1):33-37. 

[2] Nozik AJ, Beard MC, Luther JM, et al. Semiconductor Quantum Dots and Quantum Dot Arrays and Applications of Multiple Exciton 

Generation to Third-Generation Photovoltaic Solar Cells. 2010:6873-6890. 

[3] Lim SY, Shen W, Gao Z. Chem Soc Rev. Chem Soc Rev. 2014.  

[4] Jahan S, Mansoor F, Naz S, Lei J, Kanwal S. Oxidative Synthesis of Highly Fluorescent Boron/Nitrogen Co-Doped Carbon Nanodots 

Enabling Detection of Photosensitizer and Carcinogenic Dye. 2013. 

[5] Kong B, Zhu A, Ding C, Zhao X, Li B, Tian Y. Carbon Dot-Based Inorganic – Organic Nanosystem for Two-Photon Imaging and 

Biosensing of pH Variation in Living Cells and Tissues. 2012:5844-5848.  

[6] He Y, Liang L, Liu Q, Guo J, Liang D, Liu H. Green preparation of nitrogen doped carbon quantum dot films as fluorescent probes. 

RSC Adv. 2017;7(88):56087-56092. 

[7] Yang Z, Li Z, Xu M, et al. Controllable Synthesis of Fluorescent Carbon. Micro Nano Lett. 2013;5(4):247-259. 

[8] Soonmin H, Shanmugam M, Mordiya M, Markna JH. Review on dye-sensitized solar cells based on polymer electrolytes. Int J Eng 

Technol. 2018;7(4):3001-3006. 

[9] Li X, Wang H, Shimizu Y, Pyatenko A, Kawaguchi K, Koshizaki N. Preparation of carbon quantum dots with tunable 

photoluminescence by rapid laser passivation in ordinary organic solvents. 2011:932-934.  

[10] Wang F, Pang S, Wang L, Li Q, Kreiter M, Liu CY. One-step synthesis of highly luminescent carbon dots in noncoordinating 

solvents. Chem Mater. 2010;22(16):4528-4530.  

[11] Korgaokar S, Moradiya M, Prajapati O, et al. Highly sensitive nanostructure SnO2 based gas sensor for environmental pollutants. In: 

AIP Conference Proceedings. Vol 1837. ; 2017. 

[12] Li H, He X, Liu Y, Kang Z. One-step ultrasonic synthesis of water-soluble carbon nanoparticles with excellent photoluminescent 

properties. Carbon N Y. 2010;49(2):605-609.  

[13] Zhang X, Ming H, Liu R, et al. Highly sensitive humidity sensing properties of carbon quantum dots films. Mater Res Bull. 

2013;48(2):790-794.  

[14] Chem JM, Wang X, Qu K, Xu B, Qu X. Microwave assisted one-step green synthesis of cell-permeable multicolor photoluminescent 

carbon dots without surface passivation reagents †. 2011:2445-2450.  

[15] Xu X, Ray R, Gu Y, et al. Electrophoretic Analysis and Purification of Fluorescent Single-Walled Carbon Nanotube Fragments. 

2004:12736-12737. 

[16] Lu W, Qin X, Liu S, et al. Economical, green synthesis of fluorescent carbon nanoparticles and their use as probes for sensitive and 

selective detection of mercury(II) ions. Anal Chem. 2012;84(12):5351-5357.  

[17] Yue XU, Chun-jing T, Hong H, Chao-qun SUN, Ya-kun Z, Qun-feng YE. Green Synthesis of Fluorescent Carbon Quantum Dots for 

Detection of Hg 2 +. Chinese J Anal Chem. 2014;42(9):1252-1258.  

[18] Online VA, De B, Karak N. RSC Advances A green and facile approach for the synthesis of water. 2013.  

[19] Tyagi A, Tripathi KM, Singh N, Choudhary S, Gupta RK. Green synthesis of carbon quantum dots from lemon peel waste: 

Applications in sensing and photocatalysis. RSC Adv. 2016;6(76):72423-72432.  

[20] Himaja AL, Karthik PS, Sreedhar B. Synthesis of Carbon Dots from Kitchen Waste : Conversion of Waste to Value Added Product. 

2014:16-20.  

[21] Lakowicz JR, Principles of Fluorescence Spectroscopy. 2nd Ed. New York: Kluwer Academic/Plenum Publishers, 1999.  

[22] Hu S, Niu K, Sun J, Yang J, Zhao N, Du X. One-step synthesis of fluorescent carbon nanoparticles by laser irradiation †. 2009:484-

488.  

[23] Han L, Ghosh D, Chen W, Pradhan S, Chang X, Chen S. Nanosized carbon particles from natural gas soot. Chem Mater. 

2009;21(13):2803-2809.  

[24] Sun YP, Zhou B, Lin Y, et al. Quantum-sized carbon dots for bright and colorful photoluminescence. J Am Chem Soc. 

2006;128(24):7756-7757.  


